


2
3
3

목차목차

목차
Glazing

Glazing



Glazing

After the biscuit firing , enamels are applied o n the celado n, which is called g lazing . It is no t an

exag g eratio n to  say that the biscuit firing  was the g ro und wo rk mo re g lazing .

There are vario us metho ds fo r g lazing  such as so aking , brushing , and spraying , but so aking  is the

mo st co mmo nly used metho d since it can g uarantee unifo rm applicatio n o f the enamel. Fo r larg e

pro ducts that is difficult to  g laze, the enamel co uld simply be po ured fro m abo ve.

Celado n sho uld be so aked in water just befo re g lazing  because mo isture prevents thick g lazing ,

instant air bubbles, and peeling .

Enamels are g lassy po wders that are applied thinly o n the surface o f po tteries to  g ive the shine, co lo r,  and pattern. They are used fo r the purpo se o f utility,

beauty, and insulatio n. The main purpo ses are to  impro ve the so lidity o f co ntainers, sanitatio n, and co nvenience. Also , enamels g ive aesthetic effects. A

po tter co uld define their unique metho ds by cho o sing  and utilizing  enamels. Thus an averag e celado n co uld turn into  excellent wo rks acco rding  to  ho w the

maker uses enamels.

Enamels used at Gang jin Celado n Wo rksho ps are natural enamels invented lo cally. We do n't use any iro n o xide o r chro me frequently used by o ther kilns as

co lo ring  ag ent.The kiln o ffice uses feldspar which co ntains iro ns as basic material and add o ther elements such as burnt plant ashes (rich in calcium) and

limesto ne to  ease disso lving . But this metho d is merely a basic g uide.

Enamels are the fundamental element fo r a g o o d pro duct, but this do esn't mean that a g o o d enamel g uarantees g o o d pro duct.
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